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SERATONE® AQUA PLUS® | LIGHT REFLECTANCE VALUE (LRV) 
 

DECOR % TOTAL LIGHT REFLECTANCE VALUE 

Polar Gloss 87.09 

Polar Matte 85.67 

Shell Gloss 84.21 

Shell Matte 83.83 

Canvas Gloss 57.83 

Canvas Matte 57.54 

Summit Gloss 55.94 

Summit Matte 55.78 

Mineral Gloss 42.88 

Mineral Matte 44.80 

Meteor Gloss 13.97 

Meteor Matte 13.62 

 

Testing  

 The above Seratone® AQUA PLUS® Gloss and Matte decors have been tested by 
AkzoNobel Pty Ltd Australia Lab according to ASTM E903 – Standard Test Method for Solar 
Reflectance of Materials using Integrating Spheres. 

 TSR and LRV reading obtained by Lambda 950 UV/Vis/NIR Spectrophotometer with 150 
mm integrating sphere and calculated based on table ASTM E891. 

 UV-vis-NIR: Lambda 950 (Australia Lab).  
 TSR: 780-2500nm.  
 Test Method: ASTM E89. 
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